1 conductive layer FPC

0,08 mm

top coverlay

top copper layer

Total thickness

0,1 mm

top coverlay

top copper layer

Total thickness

0,13 mm

top coverlay

top copper layer

Total thickness

0,15 mm

top coverlay

top copper layer

Total thickness

Pl
Adhesive
Copper
Adhesive

Pl

PI
Adhesive
Copper
Adhesive

Pl

Pl
Adhesive
Copper
Adhesive

Pl

Pl
Adhesive
Copper
Adhesive

Pl

2 conductive layers FPC

0,1 mm

top coverlay

top copper layer

bottom copper layer
bottom coverlay

Total thickness

0,13 mm

top coverlay

top copper layer

bottom copper layer
bottom coverlay

Total thickness

0,175 mm

top coverlay

top copper layer

bottom copper layer
bottom coverlay

Total thickness

0,18 mm

top coverlay

top copper layer

bottom copper layer
bottom coverlay

Total thickness

0,2 mm

top coverlay

top copper layer

bottom copper layer
bottom coverlay

Total thickness

0,23 mm

top coverlay

top copper layer

bottom copper layer
bottom coverlay

Total thickness

0,26 mm

top coverlay

top copper layer

bottom copper layer
bottom coverlay

Total thickness

Pl
Adhesive
Copper
Adhesive
Pl
Adhesive
Copper
Adhesive

Pl

Pl
Adhesive
Copper
Adhesive
Pl
Adhesive
Copper
Adhesive

Pl

Pl
Adhesive
Copper
Adhesive
Pl
Adhesive
Copper
Adhesive

Pl

Pl
Adhesive
Copper
Adhesive
Pl
Adhesive
Copper
Adhesive

Pl

Pl
Adhesive
Copper
Adhesive
Pl
Adhesive
Copper
Adhesive

Pl

Pl
Adhesive
Copper
Adhesive
Pl
Adhesive
Copper
Adhesive

Pl

Pl
Adhesive
Copper
Adhesive
Pl
Adhesive
Copper
Adhesive

Pl

4 conductive layers FPC

0,2 mm

top coverlay

top copper layer

copper 2 layer

copper 3 layer

bottem copper layer
bottem coverlay

Total thickness

0,23 mm

top coverlay

top copper layer

copper 2 layer

copper 3 layer

bottem copper layer
bottem coverlay

Total thickness

0,26 mm

top coverlay

top copper layer

copper 2 layer

copper 3 layer

bottom copper layer
bottom coverlay

Total thickness

0,3 mm

top coverlay

top copper layer

copper 2 layer

copper 3 layer

bottom copper layer
bottom coverlay

Total thickness

0,35 mm

top coverlay

top copper layer

copper 2 layer

copper 3 layer

bottom copper layer
bottom coverlay

Total thickness

Pl
Adhesive
Copper
Adhesive
Pl

Pure gum
Copper
Adhesive
Pl
Adhesive
Copper
Pure gum
Pl
Adhesive
Copper
Adhesive

Pl

Pl
Adhesive
Copper
Adhesive
Pl

Pure gum
Copper
Adhesive
Pl
Adhesive
Copper
Pure gum
Pl
Adhesive
Copper
Adhesive

Pl

Pl
Adhesive
Copper
Adhesive
Pl

Pure gum
Copper
Adhesive
PI
Adhesive
Copper
Pure gum
Pl
Adhesive
Copper
Adhesive

Pl

Pl
Adhesive
Copper
Adhesive
Pl

Pure gum
Copper
Adhesive
Pl
Adhesive
Copper
Pure gum
Pl
Adhesive
Copper
Adhesive

Pl

Pl
Adhesive
Copper
Adhesive
Pl

Pure gum
Copper
Adhesive
PI
Adhesive
Copper
Pure gum
PI
Adhesive
Copper
Adhesive

Pl

6 conductive layers FPC

0,3 mm

top coverlay

top copper layer

copper 2 layer

copper 3 layer

copper 4 layer

copper 5 layer

bottom copper layer
bottom coverlay

Total thickness

0,37 mm

top coverlay

top copper layer

copper 2 layer

copper 3 layer

copper 4 layer

copper 5 layer

bottom copper layer
bottom coverlay

Total thickness

Pl
Adhesive
Copper
Adhesive
Pl

Pure gum
Copper
Adhesive
Pl
Adhesive
Copper
Pure gum
Coverlay
Copper
Adhesive
Pl
Adhesive
Copper
Pure gum
Pl
Adhesive
Copper
Adhesive

Pl

Pl
Adhesive
Cooper
Adhesive
Pl

Pure gum
Cooper
Adhesive
Pl
Adhesive
Cooper
Pure gum
Coverlay
Cooper
Adhesive
Pl
Adhesive
Cooper
Pure gum
Pl
Adhesive
Cooper
Adhesive

Pl

8 conductive layers FPC

0,38 mm

top coverlay

top copper layer

copper 2 layer

copper 3 layer

copper 4 layer

copper 5 layer

copper 6 layer

copper 7 layer

bottom copper layer
bottom coverlay

Total thickness

0,48 mm

top coverlay

top copper layer

copper 2 layer

copper 3 layer

copper 4 layer

copper 5 layer

copper 6 layer

copper 7 layer

bottom copper layer
bottom coverlay

Total thickness

Pl
Adhesive
Copper
Adhesive
Pl

Pure gum
Copper
Adhesive
Pl
Adhesive
Copper
Pure gum
Coverlay
Copper
Adhesive
Pl
Adhesive
Copper
Pure gum
Coverlay
Copper
Adhesive
Pl
Adhesive
Copper
Pure gum
Pl
Adhesive
Copper
Adhesive

Pl

Pl
Adhesive
Cooper
Adhesive
PI

Pure gum
Cooper
Adhesive
Pl
Adhesive
Cooper
Pure gum
Coverlay
Cooper
Adhesive
Pl
Adhesive
Cooper
Pure gum
Coverlay
Cooper
Adhesive
PI
Adhesive
Cooper
Pure gum
PI
Adhesive
Cooper
Adhesive

PI

PCBBEL

PRECISION CIRCUITS BELGIUM

ANNO
1978

12.5um

15um

18um(Finished Copper thickness 18um)
13um

25um

83.5um

25um
25um
18um(Finished Copper thickness 18um)
13um
25um

106um

25um
25um
35um(Finished Copper thickness 35um)
20um
25um

130um

25um

25um

T0um(Finished Copper thickness 70um)
Oum

25um

145um

12.5um

15um

T12um(Finished Copper thickness 18um)
Oum

25um

Oum

T2um(Finished Copper thickness 18um)
15um

12.5um

104um

12.5um

15um

18um(Finished Copper thickness 35um)
13um

12.5um

13um

18um(Finished Copper thickness 35um)
15um

12.5um

129.5um

12.5um

15um

18um(Finished Copper thickness 35um)
20um

25um

20um

18um(Finished Copper thickness 35um)
15um

12.5um

156um

25um
25um
18um(Finished Copper thickness 35um)
13um
25um
13um
18um(Finished Copper thickness 35um)
25um
25um

187um

25um
25um
18um(Finished Copper thickness 35um)
20um
25um
20um
18um(Finished Copper thickness 35um)
25um
25um

20Tum

25um
25um
35um(Finished Copper thickness 50um)
20um
25um
20um
35um(Finished Copper thickness 50um)
25um
25um

235um

25um

25um

70um(Finished Copper thickness 70um)
Oum

25um

Oum

70um(Finished Copper thickness 70um)
25um

25um

265um

12.5um

T15um

12um(Finished Copper thickness 18um)
Oum

25um

13um

T2um

25um

Oum

12um

13um

25um

Oum

12um(Finished Copper thickness 18um)
15um

12.5um

204um

12.5um

15um

12um(Finished Copper thickness 18um)
Oum

25um

13um

T8um

13um

12.5um

13um

18um

13um

25um

Oum

12um(Finished Copper thickness 18um)
15um

12.5um

229.5um

12.5um

15um

18um(Finished Copper thickness 35um)
13um

25um

13um

18um

13um

12.5um

13um

18um

13um

25um

13um

18um(Finished Copper thickness 35um)
15um

12.5um

267.5um

25um

25um

18um(Finished Copper thickness 35um)
13um

25um

13um

18um

Oum

25um

oum

18um

13um

25um

13um

18um(Finished Copper thickness 35um)
25um

25um

299um

25um
25um
18um(Finished Copper thickness 35um)
13um
25um
25um
18um
13um
25um
13um
18um
25um
25um
13um
18um(Finished Copper thickness 35um)
25um
25um

34%um

12.5um
15um
12um(Finished Copper thickness 18um)
Oum
25um
13um
12um
Ooum
25um
Oum
12um
13um
27.5um
12um
Ooum
25um
Oum
12um
13um
25um
oum
12um(Finished Copper thickness 18um)
15um
12.5um

293.5um

12.5um
15um
12um(Finished cooper thickness 18um)
13um
25um
13um
12um
13um
25um
13um
12um
13um
27.5um
12um
13um
25um
13um
12um
13um
25um
13um
T2um(Finished cooper thickness 18um)
15um
12.5um

371.5um

12.5um

15um

12um(Finished Copper thickness 18um)
oum

25um

13um

12um

25um
oum
12um
13um
27.5um
12um
Oum

25um

12um
13um
27.5um
12um
oum
25um
Oum
12um
13um
25um
oum
12um(Finished Copper thickness 18um)
15um
12.5um

383um

12.5um
15um
T12um(Finished cooper thickness 18um)
13um
25um
13um
12um
13um
25um
13um
12um
13um
27.5um
12um
13um
25um
13um
12um
13um
27.5um
12um
13um
25um
13um
12um
13um
25um
13um
12um(Finished cooper thickness 18um)
15um
12.5um

487um

K

info@pcbbel.com
+32 03 234 1516

Salm salmstraat 92
2320 Hoogstraten
Belgié



